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Porcelanato esmaltado 90x180

Caracteristicas Técnicas / Technical Features

Annex G Requirements for dry-pressed ceramic tiles with low water absorption of Group Bla (£, < 0.5 %)

EM 14411:2016 Ceramic tiles - Definition, classification, characteristics, assessment and verification of constancy of performance and marking
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Annex G Requirements for dry-pressed ceramie tiles with low water absorption of Group Bla (£, =0.5 %)

EN 14411:2006 Ceramic tiles - Definition, classification, chavacterisiics, assessment and verifieation of constancy of performance and marking
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